
 

 

 

Test Report No.: CZXHL24001366901 Date: Jun 29, 2024 Page 1 of 3 
 

Signed for and behalf of 
 SGS-CSTC Standards Technical Services (Changzhou) Co., Ltd 

 
 

Joy Huan 

Approved Signatory 
  

 

 

 

 

 

Client Name:  SHANDONG CHAMBROAD TIMBER MATERIAL CO., LTD 

Client Address:  ECONOMIC DEVELOPMENT ZONE, BOXING COUNTY, BINZHOU CITY, SHANDONG 
PROVINCE, CHINA 

 
Sample Description:  CHAMBROAD TIMBER 

The above sample(s) and information were provided by the client. 
----------------------------------------------------------------------------------------------------------------------------- ---------------- 
 
 
 

SGS No.:  CZHL2406004928HI 

Sample Receiving Date:  Jun 27, 2024 

Testing Period:  Jun 27, 2024 ~ Jun 29, 2024 

Test Requested:  Select test(s) as requested by the client. 

Testing Performed:  Follow selected test(s) as requested by client. 
 

 Test Requirement Conclusion 

1 Element(s) See Results 
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Test Result(s):  
 

Test Part Description： 

SN ID Sample No. SGS Sample ID Description 

SN1 A1 CZX24-0013669-0001.C001 Log color wood 
 

Remarks: 
(1) 1 mg/kg = 1 ppm = 0.0001% 
(2) MDL = Method Detection Limit 
(3) ND = Not Detected (< MDL) 
(4) “-“ = Not Regulated 

 
Element(s) 
 
Test Method: With reference to US EPA 3052:1996, analysis was performed by ICP-OES/AAS. 
 

 

Test Item(s) Unit(s) MDL A1 

Cadmium(Cd) mg/kg 2 ND 

Chromium(Cr) mg/kg 2 ND 

Mercury(Hg) mg/kg 2 ND 

Lead(Pb) mg/kg 2 ND 
 
 

 

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple 
Acceptance Rule (w=0) stated in ILAC-G8:09/2019. 
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Sample Photo: 

 

CZX24-0013669 

 

SGS authenticate the photo on original report only 
*** End of Report *** 


		2024-06-29T07:17:57+0000
	CNE2
	SGS officially issued document




